WOOD RESEARCH
Volume 52, Number 4, 2007

CONTENTS

10.

11.

WITOLD PAZDROWSKI, TOMASZ JELONEK, ARKADIUSZ TOMCZAK,
IRENEUSZ STYPULA, STANISEAW SPEAWA-NEYMAN: Proportion of sapwood

and heartwood and selected biometric features in larch trees (Larix Decidua Mill) ................ 1
LADISLAV REINPRECHT, HELENA NOVOTNA, VILEM STEFKA:

Density profiles of spruce wood changed by brown-rot and white-rot fungi ..................... 17
HUMAR M., POHLEVEN F, ZLINDRA D.:

Influence of the copper-ethanolamine solutions pH value on copper fixation inwood ............. 29
AYHAN OZCIFTCI, HILMI TOKER, ERGUN BAYSAL:

Fire properties of laminated veneer lumber treated with some fire retardants .................... 37
KONRAD PHILLIP NOTZLI, ALBERT BOLL, BEAT FREY, FRANK GRAF,

OTTMAR HOLDENRIEDER: Release of iron from bonding nails in torrent control check

dams and its effect on wood decomposition by Fomitopsis pinicola . ............................ 47
RADOVAN TINO, MICHAL JABLONSKY, SVETOZAR KATUSCAK:

The effect of ageing on variability of the UV-VIS spectroscopic lignin estimation in paper ........ 61
NURGUL TANKUT:

The effect of glue and glueline thickness on the strength of mortise and tenon joints ............. 69
PIOTR BORYSIUK, DANUTA NICEWICZ, JERZY PAWLICKI, MARCIN KLIMCZEWSKI:
The influence of the type and preparation of ligno-cellulose fibres on the properties of MDF ... ... 79
MIROSLAV ROUSEK, ZDENEK KOPECKY:

Wear-resistant layers prepared by pvd technologies .......... ... ... ... ... .o i 89
CIHAT TASCIOGLU: Short notice - Effects of wood preservatives in adhesive curing

and changes in surface characteristics of treated wood .. ....... ... ... .. .o oo 101
CONFERENCIES:

18th international Symposium: ,Adhesives in Woodworking Industry ............. .. ... .. ... 109



